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High-purity, type IIa diamond is investigated by noncontact atomic force microscopy NC-AFM. We
present atomic-resolution images of both the electrically conducting hydrogen-terminated C100-21 :H
surface and the insulating C100-21 surface. For the hydrogen-terminated surface, a nearly square unit
cell is imaged. In contrast to previous scanning tunneling microscopy experiments, NC-AFM imaging allows
both hydrogen atoms within the unit cell to be resolved individually, indicating a symmetric dimer alignment.
Upon removing the surface hydrogen, the diamond sample becomes insulating. We present atomic-resolution
images, revealing individual C-C dimers. Our results provide real-space experimental evidence for a 21
dimer reconstruction of the truly insulating C100 surface.
DOI: 10.1103/PhysRevB.81.201403 PACS numbers: 68.37.Ps, 61.66.Bi
Hydrogenated and clean diamond surfaces see model in
Figs. 1a and 1b have attracted considerable interest in
recent years, motivated by the unique electronic, thermal,
mechanical, and optical properties of diamond,1–3 which
makes it suitable for high power laser and gyrotron applica-
tions or field-effect transistors.4 Most of the diamond
samples, both natural diamond and artificial chemical-vapor
deposition CVD diamond, have a low impurity concentra-
tion and are insulating. For example, so-called type IIa dia-
mond exhibits an impurity concentration of less than 1 ppm.
Therefore, type IIa diamond is not sufficiently conducting for
scanning tunneling microscopy STM imaging unless a wa-
ter layer is present.5,6 Thus, atomic force microscopy AFM
appears to be the ideal tool for a high-resolution study of the
diamond surface. Highest resolution has recently been dem-
onstrated for bare dielectric surfaces7–9 and molecules on
insulators,10–13 including submolecular resolution of a penta-
cene molecule at low temperature.14 However, despite many
attempts, atomic-scale AFM imaging of diamond surfaces
has not been successful so far. To progress further in our
understanding of diamond, a detailed characterization of its
surface structure is necessary.
In this Rapid Communication, we present atomically re-
solved noncontact AFM NC-AFM images that reveal the
individual hydrogen atoms on the hydrogenated diamond
100 surface, and the C-C dimers on the hydrogen-free dia-
mond 100 surface. This is in contrast to high-resolution
STM images of the hydrogenated diamond6,15–18 and
hydrogen-free diamond surfaces.19–21 STM images of the hy-
drogenated diamond 100 surface could not separate the hy-
drogen atoms, which are clearly resolved in the NC-AFM
image presented here. On the clean diamond 100 surface,
individual C-C dimers could not be seen with the STM
whereas they are clearly visible with the NC-AFM as dem-
onstrated in this work. As a matter of fact, NC-AFM offers
greatly enhanced resolution compared to STM for both the
hydrogenated and clean diamond surfaces.
Experiments were performed at room temperature in an
ultrahigh vacuum UHV system with a base pressure lower
than 110−10 mbar. The system is equipped with a VT
AFM 25 atomic force microscope Omicron, Taunusstein,
Germany and an easyPLL Plus detector phase-locked loop
detector and amplitude controller Nanosurf, Liestal, Swit-
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FIG. 1. Color online Model of the a hydrogen-terminated
and b clean diamond 100-21 surface.
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zerland for oscillation excitation and signal demodulation.
We use n-doped silicon cantilevers NanoWorld, Neuchâtel,
Switzerland with resonance frequencies of about 300 kHz
type PPP-NCH, excited to oscillation with an amplitude of
about 10 nm. Prior to their use, cantilevers were Ar+ sput-
tered at 2 keV for 5 min to remove contaminants.
The type IIa CVD diamond samples of 3.03.0
0.5 mm3 in size were purchased from Diamond Detectors
Poole, U.K.. The samples are undoped. According to the
supplier, the impurity concentration is below 1 ppm, with
nitrogen being the largest portion. The investigated diamond
100 surfaces of the samples were etched and hydrogenated
ex situ in a hydrogen plasma, as described in detail
elsewhere.22 The hydrogenated diamond samples were trans-
ferred into the UHV system and annealed to approximately
900 K for 1h to remove adsorbed contaminants from expo-
sure to air, using a pyrolytic boron nitride radiation heater.
This procedure is known to provide clean C100-21 :H
surfaces.17 The hydrogen can be removed by annealing the
sample to a temperature of above 1200 K,23 which was per-
formed by heating the sample indirectly through a tantalum
stripe mounted directly underneath the sample.
An NC-AFM image of the hydrogenated surface is shown
in Fig. 2a. The image represents raw data except for a drift
correction that is applied as described elsewhere.24 Figure
2a shows individual bright features, which are clearly vis-
ible in the enlarged view of a smaller area 25 Å25 Å,
forming the surface layer in an almost square arrangement. A
two-dimensional fast Fourier transformation 2D-FFT of the
image was performed in order to determine the distance be-
tween protrusions Fig. 2b. As can be seen, the spacing
between the topmost atoms, having dimensions of a
=2.620.05 Å and b=2.530.04 Å, is nearly square.25
These interatomic distances are in good agreement with pre-
viously published calculations of the diamond C100-2
1 :H surface structure, suggesting a hydrogen distance in
the range of 2.58 Å Refs. 26 and 27 to 2.62 Å Ref. 28 in
011 direction and 2.52 Å Refs. 28 and 29 in 01¯1 direc-
tion, respectively.
These dimensions clearly indicate that our images resolve
both hydrogen atoms within the unit cell individually, pro-
viding additional details to former STM measurements,
which reveal electronic orbitals in between adjacent hydro-
gen atoms as bright dimers.17 In the present image, faint
modulations are visible, which can be ascribed to step edges.
Note that a frequency shift image is shown that was taken
with the height control loop operating with very low gains
only. In such a case, the coarse height information is moni-
tored in the topography channel while the fine corrugation is
stored in the frequency shift channel. Hence, the corrugation
measured in frequency shift images such as Fig. 2a does in
general not represent the exact topography of the surface.
The observed structure quality could be reproduced with an-
other tip and matches the model expected from theory. Based
on these experimental findings, the possibility of a multiple
tip appears very unlikely to us. The present observation
therefore confirms the monohydride model of the surface and
indicates a symmetric C-C dimer alignment.
It is important to try to understand why we see the indi-
vidual hydrogen atoms in AFM images and not in STM im-
ages where only the dimers are resolved. The key is that the
STM is sensitive to the electronic structure whereas the AFM
senses interaction forces. In a simple picture, the AFM is,
therefore, sensitive to the spatial extension of the orbitals. In
contrast, because of the applied bias, both the spatial exten-
sion and the position in energy of the different orbitals, with
respect to the Fermi level, are important in STM. This may
explain why the AFM probes the C-H bonds, whereas the
STM favors the C-C surface states. Thus, the AFM offers the
potential of providing further structural details in cases
where the electronic structure is delocalized. However, de-
tailed calculations will be necessary to fully understand this
striking difference between NC-AFM and STM atomic-scale
imaging of the hydrogenated C100 surface.
Next, a hydrogenated sample was annealed to remove the
chemisorbed hydrogen and to obtain a clean, insulating
C100-21 surface. NC-AFM topography images of the
hydrogen-free surface are shown in Figs. 3a and 3b. Be-
sides drift correction, no further data processing was applied.
Figure 3a displays terraces consisting of dimer rows. The
dimer show a change in orientation of 90° between succes-
sive layers. The dimer-dimer distance within a row is a
=2.500.05 Å, the row distance is b=5.100.08 Å.
These distances are in good agreement with the unit-cell di-
mensions a=2.52 Å and b=5.04 Å of a 21 recon-
struction, considering experimentally obtained bulk lattice
dimensions.29 Two different kinds of step edges are ob-
served, namely, those aligned parallel to the direction of the
dimer rows on the upper terrace SA Ref. 30 and those
aligned perpendicular to the dimer rows SB, respectively.
Figure 3b shows a terrace with single defects visible within
the dimer rows, some of which are marked with white
circles. Occasionally, multiple dimer vacancies aligned par-
allel to the dimer rows are observed, as marked with a white
arrow in Fig. 3b. Possible explanations for this might be
hydrogen atoms remaining on the surface or missing C-C
dimers. The types of defects most commonly found on all
100 oriented surfaces such as Si, Ge, etc. are either miss-
ing dimers or adsorbed species. In the case of diamond, this
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FIG. 2. Color online a NC-AFM frequency shift image of the
hydrogen-terminated diamond C100-21 surface drift cor-
rected raw data. To the lower left, a three-point mean filtered zoom
25 Å25 Å is added in order to show more clearly the atomic
resolution. White arrows indicate the unit-cell directions. b 2D-
FFT of the image shown in a, revealing the unit-cell dimensions
of a=2.620.05 Å and b=2.530.04 Å.
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would most likely be H, O, or CHx.17 Line defects are par-
ticular to the diamond surface because of the increased sur-
face anisotropy driven by the differing stability of the two
types of step risers.16,17
Although the samples studied are of highest quality avail-
able, the surface does still exhibit impurities, such as the
larger aggregates to the left of Fig. 3a. Nonaveraging, local
imaging techniques such as NC-AFM are especially sensitive
to impurities, even at very low concentration. In the case of
diamond, a variety of different mechanisms may be causative
for the observed impurities. Those impurities might originate
from the bulk of the sample. For other elements, for ex-
ample, bulk impurities are known to segregate to the surface,
giving rise to a rather high density of surface impurities.
Another option is that the impurities originate from the re-
sidual gas in the UHV chamber or are dropped from the tip
during scanning. Both, adsorption from the residual gas and
contamination by the tip, are well-known effects in scanning
probe microscopy, even at very low background pressure and
after sputtering the scanning probe tip.
Again, the AFM reveals the individual C-C dimers in each
row, confirming the 21 surface reconstruction of un-
doped, truly insulating diamond. This is in contrast to the
more uniform view of the dimer rows seen in the STM im-
ages on hydrogen-free CVD semiconducting diamond21 or
single-crystal insulating diamond.20 In the latter STM study,
a uniform one-dimensional density of states was observed
due to the delocalization of the barrier resonances along the
dimer rows. These barrier resonances are specific to the STM
since they are created by the electric field between the STM
tip and the surface.
In conclusion, we present high-resolution NC-AFM im-
ages of both, hydrogenated and clean, high-purity diamond
100 surfaces. In contrast to previously obtained STM im-
ages, we can resolve both hydrogen atoms in the unit cell of
the C100-21 :H surface. Our NC-AFM images reveal
atomic-resolution contrast on the clean, insulating diamond
surface and provide real-space experimental evidence for a
21 surface reconstruction. This opens interesting per-
spectives for atomic-scale studies of molecular grafting on
diamond surfaces. The much improved atomic-scale reso-
lution of the NC-AFM, compared to the STM, confirms that
NC-AFM is a unique probe of atomic-scale adsorbate and
surface structures.
This work has been supported by the Volkswagen Stiftung
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